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Unit cell of BaTiO;. Arrows
indicate small displacements
of the B&?* and the Ti** ions
relative to the lattice of O%
ions. These displacements
lead to a net polarization and
a corresponding distortion of
the unit cell.

Ferroelectric Polarization in BaTiO; Mapped at
High Resolution
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Schematic drawing of ferroelectric domains.
The polarization vector switches direction
across the domain boundaries.
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